
ROOFING PRODUCT SELECTION GUIDE
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Y Primer √ √ √ √
Protective Coating √ √ √ √ √ √ √ √
Sealant √ √ √ √ √ √ √
Waterproofing √ √ √ √ √ √ √ √ √ √
Breathable √ √ √
Chemical Resistance √ √ √ √ √
Difficult Repairs √ √ √ √ √ √ √ √ √ √
Fire Retardant √ √ √
Oil & Fat Resistance √ √ √
Permanent Submersion √ √ √ √ √ √ √ √ √ √ √ √
Reinforcement √ √ √ √ √ √ √
Solar Reflector √ √ √ √ √ √
Special Colors √ √ √
Strength Improvement √ √ √ √ √ √
Vapor Barrier √ √ √ √
Visual Enhancement √ √ √ √ √ √ √ √
Asebestos √ √ √ √ √ √ √ √ √
Asphalt BUR √ √ √ √ √ √ √ √ √ √ √ √
Coal Tar BUR √ √ √ √ √ √ √ √
Concrete √ √ √ √ √ √ √ √ √ √ √ √ √ √ √
EPDM √ √ √ √
Glass √ √ √ √ √ √ √ √
Hypalon √ √ √ √ √ √ √
Insulation √ √ √ √ √ √ √ √ √ √ √
IRMA √ √ √ √ √
Metals √ √ √ √ √ √ √ √ √ √ √ √ √ √ √
Modified Bitumen √ √ √ √ √ √ √ √ √ √ √ √ √ √
Plywood √ √ √ √ √ √ √ √ √ √ √ √ √
PUF √ √ √ √ √ √ √ √ √
PVC √ √ √ √
Single-Ply √ √ √ √ √ √ √ √ √ √ √
Slate √ √ √ √ √ √ √ √ √ √
Tile √ √ √ √ √ √ √ √ √ √
Brush √ √ √ √ √ √ √ √ √ √ √ √ √
Roller √ √ √ √ √ √ √ √ √ √ √
Spray √ √ √ √ √ √ √ √ √ √ √A
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