
FLOORING & DECK PRODUCT SELECTION GUIDE
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Y Primer √ √ √ √
Protective Coating √ √ √ √ √ √ √ √ √ √ √ √
Sealant √ √ √ √ √
Waterproofing √ √ √ √ √ √ √
Abrasion Resistance √ √ √ √ √ √ √ √ √ √ √ √ √
Chemical Resistance √ √ √ √ √ √ √ √ √ √ √ √ √ √
Difficult Repairs √ √ √ √ √ √ √ √
Heat Resistance √ √ √ √ √ √
Improved Cleanability √ √ √ √ √ √ √ √ √
Low Odor √ √ √ √ √ √ √ √ √
Oil,Brake Fluid,Hot Tires √ √ √ √ √ √ √ √ √ √
Permanent Submersion √ √ √ √ √ √ √ √ √ √ √ √ √ √
Reinforcement √ √
Special Colors √ √ √ √ √ √
Strength Improvement √ √ √ √
Traction Enhancement √ √ √ √ √ √ √ √
Vapor Barrier √ √ √ √
Visual Enhancement √ √ √ √ √ √ √ √
Below Pavers √ √ √ √ √ √
Bitumenous √ √ √ √ √ √
Concrete √ √ √ √ √ √ √ √ √ √ √ √ √ √ √ √ √ √
Fiberglass Composites √ √ √ √ √ √ √ √ √ √
Insulation √ √ √ √ √ √ √ √ √ √ √ √ √
Metals √ √ √ √ √ √ √ √ √ √ √ √
Mineral Composite √ √ √ √ √ √ √ √ √ √ √ √ √ √ √ √
Plywood √ √ √ √ √ √ √ √ √ √ √ √ √
Rubber/Plastic Composite √ √ √ √ √ √ √ √
Slate √ √ √ √
Tile √ √ √ √ √
Wood Composites √ √ √ √ √ √ √ √ √ √ √ √
Optional Aggregate Broadcast √ √ √ √ √ √
Brush √ √ √ √ √ √ √ √ √ √ √ √ √ √
Roller √ √ √ √ √ √ √ √ √ √ √
Trowel √ √ √ √A
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